HAZARDOUS MATERIALS

MANAGEMENT » TRAINING * LAB SERVICES

July 13, 2006 o
™

Joseph Jackson L A B S

Ethan Construction &,

3100 Airport Way S. HAZARDOUS

Seattle, WA 98134 MATERIALS

SERVICES

RE: Bulk Asbestos Fiber Analysis, NVL Batch # 2608899.00

Dear Mr. Jackson,

Enclosed please find test results for the bulk samples submitted to our laboratory for
analysis. Examination of these samples was conducted for the presence of identifiable
asbestos fibers using polarized light microscopy (PLM) with dispersion staining in
, : accordance with U.S. EPA/600/R-93/116 Test Method.
NVaD
Lab Code:102063 For samples containing more than one separable layer of materials, the report will include
findings for each layer (labeled Layer 1 and Layer 2, etc. for each individual layer). The
asbestos concentration in the sample is determined by visual estimation.

For those samples with asbestos concentrations between 1 and 10 percent based on visual
estimation, the EPA recommends a procedure known as point counting (NESHAPS, 40
CFR Part 61). Point counting is a statistically more accurate means of quantification for
samples with low concentrations of asbestos. If you would like us to further refine the
concentration estimates of asbestos in these samples using point counting, please let me
know.

This report is considered highly confidential and will not be released without your approval.
Samples are archived for two weeks following analysis. Samples that are not retrieved by
the client are discarded after two weeks.

Thank you for using our laboratory services. Please do not hesitate to call if there is
anything further we can assist you with.

Sincerely,

Mu n, Laboratory Director

NVL LABORATORIES, INC
4708 AURORA AVE N
SEATTLE, WA 98103.6516

www.nvilabs.com

TEL 206.547.0100 1.888.NVL.LABS (685.5227)

FAX 206.634.1936
Enc.: Sample Results

nvllabs@nvllabs.com
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4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
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Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client; Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608899.00
Client Project #. N/A

Date Received: 07/11/2006

Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Lab ID: 26054462
Location: Rainier Brewery

Client Sample #: RB-01-A

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054463
Location: Rainier Brewery

Client Sample #: RB-01-B

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054464
Location: Rainier Brewery

Client Sample #: RB-01-C

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
" None Detected - ND

Lab ID: 26054465
Location; Rainier Brewery

Client Sample #: RB-02-A

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

.

Mungf/ /i_abor f

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc
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4708 Aurora Ave. N., Seattle, WA 98103

Tl 200547 i com 0 Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608899.00

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30

Method: EPA/600R-93/116

Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder

Layer 1 of 1

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054466
Location: Rainier Brewery

Client Sample #: RB-02-B

Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder

Layer 1 of 1

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054467
Location: Rainier Brewery

Client Sample #: RB-02-C

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054468
Location: Rainier Brewery

Client Sample #: RB-03-A

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials: %
None Detected = ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054469
Location: Rainier Brewery

Client Sample #: RB-03-B

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006 7 .
Date: 07/13/2006 KHE,

aboratory Director

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc.
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4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608899.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbhestos Type: %
None Detected ND

Lab ID: 26054470
Location: Rainier Brewery

Client Sample #: RB-03-C

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
Chrysotile 2%

Asbestos Type: %
None Detected ND

Lab ID: 26054471
Location: Rainier Brewery

Client Sample #: RB-04-A

Layer 1 of 1 Description: Black asphaltic material
Non-Fibrous Materials:

Asphalt/binder

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054472
Location: Rainier Brewery

Client Sample #: RB-04-B

Layer 1 of 1 Description: Black asphaltic material
Non-Fibrous Materials:

Asphalt/binder

Other Fibrous Materials: %
None Detected = ND

Asbestos Type: %
None Detected ND

Lab ID: 26054473
Location: Rainier Brewery

Client Sample #: RB-04-C

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

p A=

N
Mur6¥ s Taboratory Director

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. |f sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. 1t shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608899.00

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30

Method: EPA/600R-93/116

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Layer 1 of 1 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Lab ID: 26054474 Client Sample #: RB-05-A

Location: Rainier Brewery
Layer 1 of 3 Description: Gray sandy/brittle material
Non-Fibrous Materials:
Binder/Filler, Sand
Layer 2 of 3 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 3 of 3 Description: Brown soft material
Non-Fibrous Materials:

Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab 1D: 26054475
Location: Rainier Brewery

Client Sample #: RB-05-B

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054476
Location: Rainier Brewery

Client Sample #: RB-05-C

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:

Asphalt/binder

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

Mu

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tel: 206.547.0100, Fax: 206.634.1936 . .
www.nvllabs.com BU|k ASbeStOS F|bers AnalyS|S
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608899.00
Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116

Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Cork None Detected ND None Detected ND
Lab ID: 26054477 Client Sample #: RB-06-A

Location: Rainier Brewery
Layer 1 of 2 Description: Gray sandy material (on wood)

Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Binder/Filler, Sand Cellulose 3% None Detected ND
Layer 2 of 2 Description: Black asphaltic mastic
Non-Fibrous Materials: Other Fibrous Materials: % Ashestos Type: %
Asphalt/binder None Detected ND None Detected ND
Lab ID: 26054478 Client Sample #: RB-06-B

Location: Rainier Brewery
Comments:  Unable to separate mastics for analysis
Layer 1 of 1 Description: Gray sandy material with asphalt mastic (on wood)

Non-Fibrous Materials: Other Fibrous Materials:% Ashestos Type: %
Binder/Filler, Asphalt/binder, Sand Cellulose 3% None Detected ND
Lab ID: 26054479 Client Sample #: RB-06-C

Location: Rainier Brewery
Comments:  Unable to separate mastics for analysis
Layer 1 of 1 Description: Gray sandy material with asphalt mastic (on wood) .
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %

Binder/Filler, Asphalt/binder, Sand Cellulose 3% None Detected ND
Lab ID: 26054480 Client Sample #: RB-07-A '

Location: Rainier Brewery

Analyzed by: Lyudmila Manzar Date: 07/13/2006

Reviewed by: Munaf Khan Date: 07/13/2006 Munaf n.ta irector

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shali not be reproduced except in full, without written approval of NVL Laboratories, inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.

Page 50of 9

RCLLC 0003798




NVL Laboratories, Iné.

vtag |
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Bulk Asbestos Fibers Analysis

#102063

By Polarized Light Microscopy

Client. Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608899.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Description: Black brittle foamy material
Non-Fibrous Materials:
Asphalt/binder

Layer 1 of 1

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054481
Location: Rainier Brewery

Client Sample #: RB-07-B

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Layer 1 of 1 Description: Black brittle foamy material
Non-Fibrous Materials:
Asphalt/binder

Lab ID: 26054482 Client Sample #: RB-07-C

Location: Rainier Brewery
Description: Black brittle foamy material
Non-Fibrous Materials:
Asphalt/binder

Layer 1 of 1

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054483
Location: Rainier Brewery

Client Sample #: RB-08-A
Layer 1 of 3 Description: Gray cementitious material
Non-Fibrous Materials:
Cement/binder, Mineral grains
Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Description: Black brittle foamy material
Non-Fibrous Materials:
Asphalt/binder

Layer 2 of 3

Layer 3 of 3

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected " ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054484
Location: Rainier Brewery

Client Sample #: RB-08-B

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

QA2 <7
=
%: R-Laporatory Director

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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4708 Aurora Ave. N., Seattle, WA 98103

Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608899.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Layer 1 of 2 Description: Gray cementitious material
Non-Fibrous Materials:
Cement/binder, Mineral grains
Layer 2 of 2 Description: Black asphaltic material

Non-Fibrous Materials:
Asphalt/binder

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054485
Location: Rainier Brewery

Client Sample #: RB-08-C

Layer 1 of 2 Description: Gray cementitious material
Non-Fibrous Materials: Other Fibrous Materials:% Asbhestos Type: %
Cement/binder, Mineral grains None Detected ND None Detected ND
Layer 2 of 2 Description: Black asphaltic material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Asphalt/binder None Detected ND None Detected ND
Lab ID: 26054486 Client Sample #: RB-09-A

Location: Rainier Brewery

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphailt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054487
Location: Rainier Brewery

Client Sample #: RB-09-B

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:

Asphalt/binder

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

g =

MunaflT(V ; ratory Director

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608899.00
Client Project # N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116 E

Layer 2 of 2 Description: Brown soft material
Non-Fibrous Materials:

Cork

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054488
Location: Rainier Brewery

Client Sample #: RB-09-C

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054489
Location: Rainier Brewery

Client Sample #: RB-10-A

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
Chrysotile 2%

Asbestos Type: %
None Detected ND

Lab ID: 26054490
Location: Rainier Brewery

Client Sample #: RB-10-B

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected " ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
Chrysotile 2%

Asbestos Type: %
None Detected ND

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

]

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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Bulk Asbestos Fibers Analysis

#102063 \

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608899.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Lab ID: 26054491
Location: Rainier Brewery

Client Sample #: RB-10-C

Layer 1 of 2 Description: Black asphaitic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Asbestos Type: %
Chrysotile 2%

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Other Fibrous Materials:%
None Detected ND

Sampled by: Client

Date: 07/13/2006
Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.

Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan
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NVL Laboratories, Inc.

4708 Aurora Ave N, Seattle, WA 98103
Tel: 206.547.0100 Emerg.Pager: 206.344.1878
Fax: 206.634.1936 1.888.NVL.LABS (685.5227)

client Ethan Construction, LLC

BATCH ID

2608899.00
Ve | 4 [ YNV

A.B &
NVL Batch Number

CHAIN of CUSTODY
SAMPLE LOG

Street 3100 Airport Way South

Client Job Number

Seattle, WA 98134

Total Samples

Project Manager Joseph L. Jackson

Turn Around Time [ ] 1-Hr []24-Hrs []4 Days

Project Location Ranier Brewery

(1 2-Hrs 2 Days [15Days

' Phone: (206) 447-0263

Fax: (206) 447-0299 Cell

[J4-Hrs [ 13 Days [16to 10 Days
Please call for TAT less than 24 Hrs

Email address joseph@arieldevelopment.com

(206) 724-1874

[] Asbestos Air |[] PCM (NIOSH 7400) [ TEM (NIOSH 7402) [] TEM (AHERA) {] TEM (EPA Level ll) [] Other ]
[ZAsbestos Bulk | [HPLM (EPA/600/R-93/116) [ ] PLM (EPA Point Count) [] PLM (EPA Gravimetry) [] TEM Bulk
METALS Det. Limit Matrix RCRA Metals ] AlS Other Metals
[ Total Metals | ] ppm (AAS) | Air Filter L] Paint Chips [] Arsenic (As) [ Lead (Pb) LJAI3
JTcLp [ ppb (GFAA)|[] Drinking water [J Paint Chips (Area) |[] Barium (Ba) [ ] Mercury (Hg) | Copper (Cu)
[J Dust/wipe [] Waste Water (] Cadmium (Cd) [ Selenium (Se) |L] Nickel (Ni)
) ] Soil [] Chromium (Cr) [] Silver (Ag)  |[J Zinc (Zn)
[] Other Types |[] Fiberglass [] Nuisance Dust [] Other (Specify) :
of Analysis |[ ] Silica [J Respirable Dust
Condition of Package:[ ] Good [ Damaged (no spillage) [] Severe damage (spillage)
Seq.#| LablID Client Sample Number| Comments A/R
1 2B~ ol-A cory
2 03 C QAL
3 - Cork
4 or. A Certile  mMAST (e
5 V4 N
6 (& s
7 ©3-a Ao ig
8 A CeAdr
9 ¢ cenig
10 CAUA- 4 | (2l MAST <
11 7 ~
12 < Y
13 0S5~ oAk
14 4 (oLl
15 T C cen kK l
Print Below . Sign Below , 2 Company Date Time
Sampled by '777/‘(77{_»7 7 g/ég[/ixw‘/ E Ve %jﬁ-’k/ad ' 52;% X
. 777 PR A —— e S
Relinquished by , .
Received by /f’-dd MEr M o W&ﬁ—’ ////L 07/4/426 /5.7
Analyzed by|/  YANVZAK | AT AR A J7 1304 06 151
Results Calledby, L 7 |
Results Faxed by
Special Instructions: Unless requested in writing, all samples will be disposed of two (2) weeks after analysis.
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NVL Laboratories, Inc.

4708 Aurora Ave N, Seattle, WA 98103
Tel: 206.547.0100 Emerg.Pager: 206.344.1878
Fax: 206.634.1936 1.888.NVL.LABS (685.5227)

Client Ethan Construction, LLC

BATCH ID

2608899.00
Y% 2 42 NVB

L A, B &
NVL Batch Number

CHAIN of CUSTO
SAMPLE LOG

Street. 3100 Airport Way South

Client Job Number

Seattle, WA 98134

Total Samples

Project Manager Joseph L. Jackson

Turn Around Time (] 1-Hr  [] 24-Hrs []4 Days

Project Location Ranier Brewery

(J2-Hrs [x]2 Days []5Days
[J4-Hrs [J3Days []6to 10 Days

Phone: (206) 447-0263

Fax: (206) 447-0299 Cell

Please call for TAT less than 24 Hrs
Email address joseph@arieldevelopment.com

(206) 724-1874

(] Ashestos Air |[[] PCM (NIOSH 7400) [] TEM (NIOSH 7402) (] TEM (AHERA) [] TEM (EPA Level Il) [] Other B
E-Azbestos Bulk |[ZPTM (EPA/600/R-93/116) [] PLM (EPA Point Count) [} PLM (EPA Gravimetry) [] TEM Bulk
METALS Det. Limit Matrix RCRAMetals [ A8 Other Metals
[ Total Metals | [ ppm (AAS) |L] Air Filter [ Paint Chips [J Arsenic (As) [ Lead (Pb) Oan3
[ TCLP [ ppb (GFAA)|L] Drinking water [J Paint Chips (Area) |[] Barium (Ba)  [] Mercury (Hg) |[J Copper (Cu)
[J Dustiwipe [J Waste Water [ Cadmium (Cd) [] Selenium (Se) |3 Nickel (Ni)
O Soil [ Chromium (Cr) [] Silver (Ag)  |J Zinc (Zn)
[] Other Types |[] Fiberglass [ Nuisance Dust [] Other (Specify)
of Analysis (] Silica [] Respirable Dust
Condition of Package:[] Good [] Damaged (no spillage) [] Severe damage (spillage)
Seq.#| LablID Client Sample Number| Comments A/R
! L& - o . # Conke A7 g
2 g A
3 [ LQ
4 oA Repcie  Fopn,
5 VA N
6 c AN . R
e .
! 08 -A Fermrm = MAST cc
8 /z A~
9 < -
10 o4a -4 o
11 g (€N
12 C. [N
13 (o- 4 (ot it MAT (<
14 ig BN
L 15 C-- ~{
Print Below Sign Below Company - Date Time
sampled by|—7" Z/¢cline | sV Yrofol |5 s
B Wi £
Relinquished by
Received byl '+ Qomer ot 25— L WL L o7/l fos|15.15
[4
Analyzed by
Results Called by . - |
Results Faxed by
Special Instructions: Unless requested in writing, all samples will be disposed of two (2) weeks after analysis.
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HAZARDOUS MATERIALS

MANAGEMENT » TRAINING * LAB SERVICES

July 13, 2006
NvLD. |
Joseph Jackson L A B S
Ethan Construction &
3100 Airport Way S. HAZARDOUS
Seattle, WA 98134 MATERIALS

S ERVICES

RE: Bulk Asbestos Fiber Analysis, NVL Batch # 2608900.00

Dear Mr. Jackson,

Enclosed please find test results for the bulk samples submitted to our laboratory for
analysis. Examination of these samples was conducted for the presence of identifiable
asbestos fibers using polarized light microscopy (PLM) with dispersion staining in
e accordance with U.S. EPA/600/R-93/116 Test Method.
NVIAD
Lab Code:102063 For samples containing more than one separable layer of materials, the report will include
findings for each layer (labeled Layer 1 and Layer 2, etc. for each individual layer). The
asbestos concentration in the sample is determined by visual estimation.

For those samples with asbestos concentrations between 1 and 10 percent based on visual
estimation, the EPA recommends a procedure known as point counting (NESHAPS, 40
CFR Part 61). Point counting is a statistically more accurate means of quantification for
samples with low concentrations of asbestos. If you would like us to further refine the
concentration estimates of asbestos in these samples using point counting, please let me
know.

This report is considered highly confidential and will not be released without your approval.
Samples are archived for two weeks following analysis. Samples that are not retrieved by
the client are discarded after two weeks.

Thank you for using our laboratory services. Please do not hesitate to call if there is
anything further we can assist you with.

Sincerely,

Nick Ly, Technical Director

NVL LABORATORIES, INC
4708 AURORA AVE N
SEATTLE, WA 98103.6516

www.nvilabs.com

TEL 206.547.0100 1.888.NVL.LABS (685.5227)

FAX 206.634.1936
Enc.: Sample Results

nvilabs@nvilabs.com
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NVL Laboratories, Inc. ; | MVIAD 1

4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tk 2005470 envitaps.com 0% Bulk Asbestos Fibers Analysis J
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608900.00
Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116
Lab ID: 26054492 Client Sample #: RB-11-A
Location: Rainier Brewery
Layer 1 of 3 Description: Off-white chalky material with paint
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Gypsum/binder, Paint None Detected ND None Detected ND
Layer 2 of 3 Description: White /tan brittle material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Binder/Filler, Mineral grains None Detected ND None Detected ND
Rust, Perlite
Layer 3 of 3 Description: Multi-layered paint
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Paint None Detected ND None Detected ND
Lab ID: 26054493 Client Sample #: RB-11-B
Location; Rainier Brewery
Layer 1 of 2 Description: White brittle material with layered paint
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Binder/Filler, Mineral grains None Detected ND None Detected ND
Paint
Layer 2 of 2 Description: Light gray brittle material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Binder/Filler, Mineral grains None Detected ND None Detected ND
Lab ID: 26054494 Client Sample #: RB-11-C
Location: Rainier Brewery
Layer 1 of 2 Description: Off-white chalky material with paint .
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Gypsum/binder, Paint None Detected ND None Detected ND

Sampled by: Client
Analyzed by: Nadia Prysyazhnyuk Date: 07/13/2006

Reviewed by: Nick Ly Date:07/13/2006  Nick Ly, LechnicaERrastor—

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.

Page 1 of 10
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NVL Laboratories, Inc.

N lam 1

4708 Aurora Ave. N., Seattie, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608900.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Layer 2 of 2 Description: White/tan brittle material
Non-Fibrous Materials:
Fine particles, Binder/Filler, Mineral grains

Perlite, Rust

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054495
Location: Rainier Brewery

Client Sample #: RB-12-A

Layer 1 of 2 Description: Gray rubbery material with paint
Non-Fibrous Materials:
Rubber/binder, Paint
Layer 2 of 2 Description: Trace gray brittle material
Non-Fibrous Materials:

Binder/Filler, Mineral grains, Mica

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054496
Location: Rainier Brewery

Client Sample #: RB-12-B

Layer 1 of 2 Description: Gray rubbery material with paint
Non-Fibrous Materials:
Rubber/binder, Paint
Layer 2 of 2 Description: Trace gray brittle material

Non-Fibrous Materials:
Binder/Filler, Mineral grains, Mica

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054497
Location: Rainier Brewery

Client Sample #: RB-12-C

Layer 1 of 2 Description: Gray rubbery material
Non-Fibrous Materials:

Rubber/binder

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client

Analyzed by: Nadia Prysyazhnyuk
Reviewed by: Nick Ly

Date: 07/13/2006
Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.

Page 2 of 10
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NVL Laboratories, Inc.

tnp |

4708 Aurora Ave. N., Seattle, WA 98103

Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Clienf: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608900.00

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30

Method: EPA/600R-93/116

Layer 2 of 2
Non-Fibrous Materials:
Binder/Filler, Mineral grains, Paint

Description: Trace gray brittle material with paint

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054498
Location: Rainier Brewery

Client Sample #: RB-13-A

Layer 1 of 1 Description: Gray hard brittle material
Non-Fibrous Materials:

Fine particles, Binder/Filler, Mineral/binder

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054499 Client Sample #: RB-13-B

Location: Rainier Brewery
Layer 1 of 1 Description: Gray hard brittle material
Non-Fibrous Materials:

Fine particles, Binder/Filler, Mineral/binder

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054500 Client Sample #: RB-13-C

Location; Rainier Brewery
Layer 1 of 1 Description: Gray hard brittle material
Non-Fibrous Materials:

Fine particles, Binder/Filler, Mineral/binder

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054501 Client Sample #: RB-14-A

Location: Rainier Brewery
Layer 1 of 1 Description: Maroon hard brittle material
Non-Fibrous Materials:

Fine particles, Binder/Filler, Mineral/binder

Other Fibrous Materials:%

Asbestos Type: %

Lab ID: 26054502 Client Sample #: RB-14-B
Location: Rainier Brewery

None Detected ND

None Detected ND

Sampled by: Client
Analyzed by: Nadia Prysyazhnyuk
Reviewed by: Nick Ly

Date: 07/13/2006
Date: 07/13/2006

Nick Ly

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.

Page 3 of 10
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NVL Laboratories, Inc.

sotagp |

4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063

By Polarized Light Microscopy

Client; Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
- Project Location: Rainier Brewery

Batch #: 2608900.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Layer 1 of 1 Description: Maroon hard brittle material
Non-Fibrous Materials:

Fine particles, Binder/Filler, Mineral/binder

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054503 Client Sample #: RB-14-C
Location: Rainier Brewery

Layer 1 of 2 Description: Maroon hard brittle material
Non-Fibrous Materials:
Fine particles, Binder/Filler, Mineral/binder

Layer 2 of 2 Description: Multi-colored paint

Non-Fibrous Materials:
Paint

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054504
Location: Rainier Brewery

Client Sample #: RB-15-A

Layer 1 of 1 Description: Light tan brittle material
Non-Fibrous Materials:

Binder/Filler

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054505
Location: Rainier Brewery

Client Sample #: RB-15-B

Layer 1 of 1 Description: Light tan brittle material
Non-Fibrous Materials:

Binder/Filler

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054506
Location: Rainier Brewery

Client Sample #: RB-15-C

Layer 1 of 1 Description: Light tan brittle material
Non-Fibrous Materials:

Binder/Filler

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client
Analyzed by: Nadia Prysyazhnyuk
Reviewed by: Nick Ly

Date: 07/13/2006
Date: 07/13/2006

Nick Ly, T

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Iné.

wtap |

4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client; Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608900.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Lab ID: 26054507
Location: Rainier Brewery

Client Sample #: RB-16-A

Layer 1 of 1 Description: Brown soft material with paint
Non-Fibrous Materials:

Cork, Paint

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054508
Location: Rainier Brewery

Client Sample #: RB-16-B

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Layer 1 of 2 Description: Brown soft material with paint
Non-Fibrous Materials:
Cork, Paint

Layer 2 of 2 Description: Off-white compacted powdery material

Non-Fibrous Materials:
Fine particles, Binder/Filler

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054509
Location: Rainier Brewery

Client Sample #: RB-16-C

Layer 1 of 3 Description: Brown soft material with paint
Non-Fibrous Materials:
Cork, Paint
Layer 2 of 3
Non-Fibrous Materials:
Fine particles, Binder/Filler
Description: Trace gray brittle material
Non-Fibrous Materials:
Fine particles, Binder/Filler, Mineral grains

Layer 3 of 3

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Description: Off-white compacted powdery material

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Other Fibrous Materials: %
Cellulose 1%

Lab ID: 26054510 Client Sample #: RB-17-A
Location: Rainier Brewery

Sampled by: Client
Analyzed by: Nadia Prysyazhnyuk
Reviewed by: Nick Ly

Date: 07/13/2006
Date: 07/13/2006

y =

Nick Ly, l ecﬁmw Director

"y

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. 1t shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc. I AP ]

4708 Aurora Ave. N., Seattle, WA 98103 #102063
1o 208,547 s oo 020 Bulk Asbestos Fibers Analysis J
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608900.00
Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116
Layer 1 of 2 Description: Brown soft material with paint
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Cork, Paint None Detected ND None Detected ND
Layer 2 of 2 Description: Black asphaltic mastic
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Asphalt/binder, Mastic/binder Cellulose 1% None Detected ND
Lab ID: 26054511 Client Sample #: RB-17-B
Location: Rainier Brewery
Layer 1 of 2 Description: Brown soft material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Cork None Detected ND None Detected ND
Layer 2 of 2 Description: Black asphaltic mastic
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Asphalt/binder, Mastic/binder Cellulose 1% None Detected ND
Lab ID: 26054512 Client Sample #: RB-17-C
Location: Rainier Brewery
Layer 1 of 2 Description: Trace brown soft material with paint
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Cork, Paint None Detected ND None Detected ND
Layer 2 of 2 Description: Black woven asphaltic fibrous material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Asphalt/binder Cellulose 95% None Detected ND
Lab ID: 26054513 Client Sample #: RB-18-A
Location: Rainier Brewery
Layer 1 of 1 Description: White fibrous material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Binder/Filler None Detected ND Amosite 15%

Sampled by: Client
Analyzed by: Nadia Prysyazhnyuk Date: 07/13/2006 .
Reviewed by: Nick Ly Date: 07/13/2006 Nick Ly, Technical Director

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). -This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.

Page 6 of 10

RCLLC 0003811




wviap |

NVL Laboratories, Inc

4708 Aurora Ave. N, Seattle, WA 98103 #102063
Tel: 206.547.0100, Fax: 206.634.1936 : .
wvw.vilabs.com Bulk Asbestos Fibers Analysis
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608900.00
Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116
Chrysotile 10%
Lab ID: 26054514 Client Sample #: RB-18-B
Location: Rainier Brewery
Layer 1 of 1 Description: White fibrous material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Binder/Filler None Detected ND Amosite 17%
Chrysotile 10%
Lab ID: 26054515 Client Sample #: RB-18-C

Location: Rainier Brewery
Layer 1 of 1 Description: White fibrous material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Binder/Filler None Detected ND Amosite 17%
Chrysotile 10%

Lab ID: 26054516 Client Sample #: RB-19-A
Location: Rainier Brewery

Layer 1 of 3 Description: White brittle material with paint and silver paint

Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Binder/Filler, Paint, Metallic paint None Detected ND None Detected ND
Layer 2 of 3 Description: Brown brittle material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Binder/Filler, Mineral grains None Detected ND Chrysotile 7%
Layer 3 of 3 Description: Black asphaltic mastic
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Asphalt/binder, Mastic/binder None Detected = ND None Detected ND
Lab ID: 26054517 Client Sample #: RB-19-B '

Location: Rainier Brewery

Sampled by: Client

Analyzed by: Nadia Prysyazhnyuk Date: 07/13/2006
Reviewed by: Nick Ly Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc. | NALAD ]

4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tk 200547 v niabscom o0 Bulk Asbestos Fibers Analysis J
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608900.00
Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116
Layer 1 of 3 Description: White brittle material with paint and silver paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Binder/Filler, Paint, Metallic paint None Detected ND None Detected ND
Layer 2 of 3 Description: Brown brittle material
Non-Fibrous Materials: Other Fibrous Materials: % Asbhestos Type: %
Fine particles, Binder/Filler, Mineral grains None Detected ND Chrysotile 7%
Layer 3 of 3 Description: Black asphaltic mastic
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Asphalt/binder, Mastic/binder None Detected ND None Detected ND
Lab ID: 26054518 Client Sample #: RB-19-C
Location: Rainier Brewery
Layer 1 of 3 Description: White brittle material with paint and silver paint
Non-Fibrous Materials: Other Fibrous Materials; % Asbestos Type: %
Binder/Filler, Paint, Metallic paint None Detected ND None Detected ND
Layer 2 of 3 Description: Brown brittle material :
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Binder/Filler, Mineral grains None Detected ND Chrysotile 7%
Layer 3 of 3 Description: Black asphaltic mastic
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Asphalt/binder, Mastic/binder None Detected ND None Detected ND
Lab ID: 26054519 Client Sample #: RB-20-A
Location: Rainier Brewery
Layer 1 of 4 Description: White brittle material with paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Binder/Filler, Mineral grains Wollastonite 2% None Detected ND
’ Paint
Sampled by: Client
Analyzed by: Nadia Prysyazhnyuk Date: 07/13/2006
Reviewed by: Nick Ly Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc. - NrvlAD 1

4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tol 200547 envilaps.com 220 Bulk Asbestos Fibers Analysis J
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608900.00
Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116
Layer 2 of 4 Description: White brittle material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Binder/Filler, Perlite None Detected ND None Detected ND
Mineral grains
Layer 3 of 4 Description: Black woven asphaltic fibrous material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Asphalt/binder Glass fibers 97% None Detected ND
Layer 4 of 4 Description: Black brittle material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Synthetic/binder None Detected ND None Detected ND
Lab ID: 26054520 Client Sample #: RB-20-B
Location: Rainier Brewery
Layer 1 of 2 Description: White brittle material with paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Binder/Filler, Mineral grains Wollastonite 2% None Detected ND
Paint
Layer 2 of 2 Description: Black brittle material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Synthetic/binder None Detected ND None Detected ND
Lab ID: 26054521 Client Sample #: RB-20-C
Location: Rainier Brewery
Layer 1 of 2 Description: White brittle material with paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Binder/Filler, Mineral grains Wollastonite 2% None Detected ND

Paint

Sampled by: Client m
Analyzed by: Nadia Prysyazhnyuk Date: 07/13/2006
Reviewed by: Nick Ly Date: 07/13/2006  Nick Ly TegnmicaTDirector

Note: if samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc. AR vIAD 1

4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tel: 206.547.0100, Fax: 206.634.1936 . .
www.nwilabs.com Bulk Asbestos Fibers Analysis
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608900.00
Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116
Layer 2 of 2 Description: White brittle material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Binder/Filler, Perlite None Detected ND None Detected ND

Mineral grains

Sampled by: Client
Analyzed by: Nadia Prysyazhnyuk Date: 07/13/2006
Reviewed by: Nick Ly Date: 07/13/2006 Nick

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc.

4708 Aurora Ave N, Seattle, WA 98103
Tel: 206.547.0100 Emerg.Pager: 206.344.1878
Fax: 206.634.1936 1.888.NVL.LABS (685.5227)

client Ethan Construction, LLC

BATCHID

' 2608900.00
INWVIL

S

CHAIN of CUSTO

SAMPLELM Iy

Street 3100 Airport Way South

Seattle, WA 98134

Project Manager Joseph L. Jackson

L & ,B %
NVL Batch Number
Client Job Number
Total Samples
Turn Around Time [ ] 1-Hr []24-Hrs []4 Days

Project Location Ranier Brewery

[(12-Hrs [x}2 Days []5 Days
[J4-Hrs [J3Days []6to 10 Days

Phone: (206) 447-0263

Fax: (206) 447-0299

Please call for TAT less than 24 Hrs
Email address joseph@arieldevelopment.com

(206) 724-1874

Cell

[ Asbestos Air |1 PCM (NIOSH 7400) [] TEM (NIOSH 7402) {] TEM(AHERA) (] TEM (EPA Level ll) [J Other
Ci-Astiestos Bulk |[BPCM (EPA/600/R-93/116) [] PLM (EPA Point Count) [] PLM (EPA Gravimetry) [] TEM Bulk
METALS Det. Limit Matrix RCRA Metals  [J Al 8 Other Metals
[ Total Metals | (] ppm (AAS) |L] Air Filter 0 Paint Chips [JArsenic (As) []lead(Pb) |CAl3
JTCLP [ ppb (GFAA)| ] Drinking water [] Paint Chips (Area) {[] Barium (Ba)  [] Mercury (Hg) | Copper (Cu)
O Dust/wipe (] Waste Water (3 Cadmium (Cd) (] Selenium (Se) |3 Nickel (Ni)
{1 Saill ] Chromium (Cr) []] Silver (Ag) (J Zing (Zn)
[ Other Types |[] Fiberglass [] Nuisance Dust [ Other (Specify)
of Analysis |[] Silica [ Respirable Dust
Condition of Package:[[] Good [] Damaged (no spillage) [] Severe damage (spillage)
Seq.#| LablID Client Sample Number| Comments AR
1 A= 1-gfA|  Plasrecs  watl
2 ﬁ ¥
: L b
4 ¥ ,—/4 74
5 28
6 C
7 i3 -A
8 £
9 C [QN
10 J'"/ 74 Moo ,J }‘:l.,goiﬂ/ﬁ/(},;
11 4 (UAN
12 . [ §
13 1 A wH I TE KlenN  Brzicic
14 - /A w
15 e C_, LN
lP,r(mt Below, Siqnﬁ;ﬁ; {_/ Company _- Date Time
sampled by| 7S e Ypb.— |7 /M e—" e /00 ¢ _J";g/q!
Relinquished by / . : X
Received byl/J- R a merman W’ y/d 4 ( 07////0/ 5.1
Analyzed by| /L€l & Alerfs — e /1306 5oy
Resuits Called by a4 - ]
Results Faxed by
Special Instructions: Unless requested in writing, all samples will be disposed of two (2) weeks after analysis.

- ies Ceef 67 peels o..

v & 13.06
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NVL Laboratories, Inc.

4708 Aurora Ave N, Seattle, WA 98103
Tel: 206.547.0100 Emerg.Pager: 206.344.1878
Fax: 206.634.1936 1.888.NVL.LABS (685.5227)

client Ethan Construction, LLC

CHAIN of CUSTODMNWEI.,;;

SAMPLE LOG

Street 3100 Airport Way South

Seattle, WA 98134

Project Manager Joseph L. Jackson

Project Location Ranier Brewery

Phone: (206) 447-0263

BATCH ID

'2608900.00

-

L A,B 5

BEIGSREA B S

NVL Batch Number
Client Job Number

Total Samples
Turn Around Time [ ] 1-Hr

[]24-Hrs []4 Days
[J2-Hrs [x]2 Days []5 Days

(J4-Hrs []3 Days [ 16 to 10 Days
Please call for TAT less than 24 Hrs

Email address joseph@arieldevelopment.com

Fax: (206) 447-0299 Cell

(206) 724-1874

"] Ashestos Air

[J PCM (NIOSH 7400) ] TEM (NIOSH 7402) [ TEM (AHERA) [J TEM (EPA Level Il) [ Other

[} Asbestos Bulk |[-PTM (EPA/600/R-93/116) (] PLM (EPA Point Count) [J PLM (EPA Gravimetry) [] TEM Bulk

of Analysis | ] Silica  [] Respirable Dust

METALS Det. Limit Matrix RCRA Metals O A8 Other Metals

[ Total Metals  |[J ppm (AAS) | Air Filter [J Paint Chips [JArsenic (As) [JLead(Pb) |LJAN3

O TCLP O] ppb (GFAA)| [ Drinking water [] Paint Chips (Area) |[J Barium (Ba) (] Mercury (Hg) | Copper (Cu)
[ Dust/wipe [] Waste Water [] Cadmium (Cd) [] Selenium (Se) | Nickel (Ni)
[ Soil [ Chromium (Cr) [T Silver (Ag)  |LJ Zinc (Zn)

[) Other Types |[] Fiberglass [ Nuisance Dust [] Other (Specify)

Condition of Package:[] Good [] Damaged (no spillage) [] Severe damage (spillage)

Seq.#| LabiD Client Sample Number; Comments AR
1 R 16-A | (opt celirs  Teéndore
2 4 -
3 c_ 1A
4 17-4 |TST - conie jns [/ 70 wr? 4!
5 ,g (NN /
6 < B
7 3= A | T SE -~ A pHITE  juseeRien -
8 2 N
9 C N
10 (9-HA | PLAsTE
11 ,g 18
12 (&% A\
13 Zo P L ASTEA
14 Z{ ANCN
15 C -t
Prin?eloyv Sign Be . Company L Da/tg/ Ti;n’e/
Sampled by| 47 /¢t fehe— M’ EVL Tofets| Son
Relinguished by ‘)[ 77 r7 %’L’ﬂ
Received by /U ﬂum:crmam A D — At 07//1/06 /5.5
Analyzed by| #/ helra the, — v Ve #/13/06| 3. (0 P4
Results Called by , 7 7 ]
Results Faxed by

Special Instructions: Unless requested in writing, all samples will be disposed of two (2) weeks after analysis.

e - el éfe/ Vedio. Wyl Y1306
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BAZARDOUS MATERIALS

MANAGEMENT + TRAINING * LAB SERVICES

July 13, 2006 Il
rd

Joseph Jackson ‘ L A B S

Ethan Construction &

3100 Airport Way S. HAZARDOUS

Seattle, WA 98134 MATERIALS

SERVICES

RE: Bulk Asbestos Fiber Analysis, NVL Batch # 2608901.00

Dear Mr. Jackson,

Enclosed please find test results for the bulk samples submitted to our laboratory for
analysis. Examination of these samples was conducted for the presence of identifiable
asbestos fibers using polarized light microscopy (PLM) with dispersion staining in
" N accordance with U.S. EPA/600/R-93/116 Test Method.
NVIAD
Lab Code:102063 For samples containing more than one separable layer of materials, the report will include
findings for each layer (labeled Layer 1 and Layer 2, etc. for each individual layer). The
asbestos concentration in the sample is determined by visual estimation.

For those samples with asbestos concentrations between 1 and 10 percent based on visual
LABORATORY) estimation, the EPA recommends a procedure known as point counting (NESHAPS, 40
CFR Part 61). Point counting is a statistically more accurate means of quantification for
samples with low concentrations of asbestos. |f you would like us to further refine the
concentration estimates of asbestos in these samples using point counting, please let me
know.

This report is considered highly confidential and will not be released without your approval.
Samples are archived for two weeks following analysis. Samples that are not retrieved by
the client are discarded after two weeks.

Thank you for using our laboratory services. Please do not hesitate to call if there is
anything further we can assist you with.

Sincerely,

an, Laboratory Director

NVL LABORATORIES, INC
4708 AURORA AVE N
SEATTLE, WA 98103.6516

www.nvilabs.com

TEL 206.547.0100 1.888.NVL.LABS (685.5227)

FAX 206.634.1936
Enc.: Sample Results

t

i

]

nvllabs@nvitlabs.com : L
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NVL Laboratories, |nc )

o |

4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvilabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client; Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608901.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Lab ID: 26054522
Location: Rainier Brewery

Client Sample #: RB-21-A

Layer 1 of 1 Description: Gray putty material with paint
Non-Fibrous Materials:

Binder/Filler, Paint

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
Chrysotile 2%

Lab ID: 26054523
Location: Rainier Brewery

Client Sample #: RB-21-B

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
Chrysotile 2%

Layer 1 of 1 Description: Gray putty material with paint
Non-Fibrous Materials:
Binder/Filler, Paint

Lab ID: 26054524 Client Sample #: RB-21-C

Location: Rainier Brewery
Layer 1 of 1 Description: Gray putty material with paint
Non-Fibrous Materials:

Binder/Filler, Paint

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
Chrysotile 2%

Lab ID: 26054525
Location: Rainier Brewery

Client Sample #: RB-22-A

Layer 1 of 2 Description: White powdery material
Non-Fibrous Materials:
Mineral/binder
Layer 2 of 2 Description: Brown brittle material

Non-Fibrous Materials:
Mineral/binder

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054526
Location: Rainier Brewery

Client Sample #: RB-22-B

Sampled by: Client

Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

Y2 =N

>
Munaf KéahTaboratory Director

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-156%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inéf.'

ostap |

4708 Aurora Ave. N., Seattle, WA 98103

Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608901.00

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30

Samples Analyzed: 30
Method: EPA/600R-93/116

Layer 1 of 3 Description: White powdery material
Non-Fibrous Materials:
Mineral/binder
Layer 2 of 3 Description: Brown brittle material
Non-Fibrous Materials:
Mineral/binder
Layer 3 of 3 Description: Gray sandy material
Non-Fibrous Materials:

Binder/Filler, Sand

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054527
Location: Rainier Brewery

Client Sample #: RB-22-C
Layer 1 of 3 Description: White powdery material
Non-Fibrous Materials:
Mineral/binder
Layer 2 of 3 Description: Brown brittle material
Non-Fibrous Materials:
Mineral/binder
Layer 3 of 3 Description: Gray sandy material
Non-Fibrous Materials:

Binder/Filler, Sand

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054528
Location: Rainier Brewery

Client Sample #: RB-23-A

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:

Asphalt/binder

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

Y

Munwtor

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the resuits is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Int. NvlAD 1

4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tel: 206.547.0100, Fax: 206.634.1936 . .
° www.nvilabs.com Bulk Asbestos Fibers Analysis
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608901.00

Address: 3100 Airport Way S.
Seattle, WA 98134

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Layer 2 of 2 Description: Brown soft material
Non-Fibrous Materials:

Cork

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054529
Location: Rainier Brewery

Client Sample #: RB-23-B

Layer 1 of 2 Description: Black asphaltic material with paint
Non-Fibrous Materials:
Asphalt/binder, Paint
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054530
Location: Rainier Brewery

Client Sample #: RB-23-C

Layer 1 of 2 Description: Black asphaltic material with paint
Non-Fibrous Materials:
Asphalt/binder, Paint
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054531
Location: Rainier Brewery

Client Sample #: RB-24-A

Layer 1 of 2 Description: Red tile
Non-Fibrous Materials:
Vinyl/binder
Layer 2 of 2 Description: Tan brittle mastic

Non-Fibrous Materials:
Mastic/binder

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client

Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-156%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc

M lam ]

4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608901.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Lab ID: 26054532
Location: Rainier Brewery

Comments:

Client Sample #: RB-24-B

No mastic present
Layer 1 of 1 Description: Red tile
Non-Fibrous Materials:

Vinyl/binder, Mineral grains

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054533
Location: Rainier Brewery

Client Sample #: RB-24-C

Layer 1 of 2 Description: Red tile
Non-Fibrous Materials:
Vinyl/binder
Layer 2 of 2 Description: Tan brittle mastic

Non-Fibrous Materials:
Mastic/binder

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054534
Location: Rainier Brewery

Client Sample #: RB-25-A

Layer 1 of 2 Description: Gray thin brittle surface
Non-Fibrous Materials:
Binder/Filler, Mineral grains
Layer 2 of 2 Description: Gray cementitious material

Non-Fibrous Materials:
Cement/binder, Mineral grains

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
Cellulose 2%

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054535
Location: Rainier Brewery

Client Sample #: RB-25-B

Layer 1 of 2 Description: Gray thin brittle surface
Non-Fibrous Materials:

Binder/Filler, Mineral grains

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client

Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006 Muna

f Ko TaperatonBirECto!

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. if sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. |t shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, |nc

g |

4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608901.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30

Method: EPA/600R-93/116

Layer 2 of 2 Description: Gray cementitious material
Non-Fibrous Materials:

Cement/binder, Mineral grains

Other Fibrous Materials:%
Cellulose 2%

Asbestos Type: %
None Detected ND

Lab ID: 26054536
Location: Rainier Brewery

Client Sample #: RB-25-C

Layer 1 of 2 Description: Gray thin brittle surface
Non-Fibrous Materials:
Binder/Filler, Mineral grains
Layer 2 of 2 Description: Gray cementitious material

Non-Fibrous Materials:
Cement/binder, Mineral grains

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials: %
Cellulose 2%

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054537
Location: Rainier Brewery

Client Sample #: RB-26-A

Layer 1 of 1 Description: Light gray brittle sandy material
Non-Fibrous Materials:

Binder/Filler, Sand, Paint

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054538
Location: Rainier Brewery

Client Sample #: RB-26-B

Layer 1 of 1 Description: Light gray brittle sandy material
Non-Fibrous Materials:

Binder/Filler, Sand, Paint

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054539
Location: Rainier Brewery

Client Sample #: RB-26-C

Layer 1 of 1 Description: Light gray brittle sandy material
Non-Fibrous Materials:

Binder/Filler, Sand, Paint

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

L=

Munaf

oratory Director

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, |nc
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4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608901.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Lab ID: 26054540
Location: Rainier Brewery

Client Sample #: RB-27-A

Layer 1 of 1 Description: Beige fibrous powdery material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Binder/Filler None Detected ND Chrysotile 25%
Crocidolite 3%
Amosite 2%
Lab ID: 26054541 Client Sample #. RB-27-B

Location: Rainier Brewery
Layer 1 of 1 Description: Beige fibrous powdery material
Non-Fibrous Materials:

Binder/Filler

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
Chrysotile 25%
Crocidolite 3%

Amosite 2%

Lab ID: 26054542
Location: Rainier Brewery

Client Sample #: RB-27-C

Layer 1 of 1 Description: Beige fibrous powdery material
Non-Fibrous Materials:

Binder/Filler

Other Fibrous Materials: %
None Detected ND

Asbhestos Type: %
Chrysotile 25%
Crocidolite 3%

Amosite 2%

Lab ID: 26054543
Location: Rainier Brewery

Client Sample #: RB-28-A

Layer 1 of 2 Description: White and green textured paint
Non-Fibrous Materials:

Fine particles, Paint

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client

Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. Al bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the resulits is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Iné.
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4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 I

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608901.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30

Method: EPA/600R-93/116

Layer 2 of 2 Description: Brown fibrous material
Non-Fibrous Materials;

Fine particles

Other Fibrous Materials:%
Hair 95%

Asbestos Type: %
None Detected ND

Lab ID: 26054544
Location: Rainier Brewery

Client Sample #: RB-28-B

Layer 1 of 2 Description: White and green textured paint
Non-Fibrous Materials:
Fine particles, Paint
Layer 2 of 2 Description: Brown fibrous material

Non-Fibrous Materials:
Fine particles

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
Hair 95%

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054545
Location: Rainier Brewery

Client Sample #: RB-28-C

Layer 1 of 2 Description: White and green textured paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Paint None Detected ND None Detected ND
Layer 2 of 2 Description: Brown fibrous material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles Hair 95% None Detected ND
Lab ID: 26054546 Client Sample #: RB-29-A

Location: Rainier Brewery

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected . ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client

Date: 07/13/2006
Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.

Analyzed by: Lyudmila Manzar

Reviewed by: Munaf Khan Munaf Khan, Laboratory Director
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NVL Laboratories, Inc.
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4708 Aurora Ave. N., Seattle, WA 98103
Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608901.00

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30

Method: EPA/600R-93/116

Lab ID: 26054547
Location: Rainier Brewery

Client Sample #: RB-29-B

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054548
Location: Rainier Brewery

Client Sample #: RB-29-C

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054549
Location: Rainier Brewery

Client Sample #: RB-30-A

Layer 1 of 1 Description: Gray putty material with paint
Non-Fibrous Materials:

Binder/Filler, Paint

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054550
Location: Rainier Brewery

Client Sample #: RB-30-B

Layer 1 of 1 Description: Gray putty material with paint
Non-Fibrous Materials:

Binder/Filler, Paint

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client

Analyzed by: Lyudmila Manzar Date: 07/13/2006

Reviewed by: Munaf Khan

Date: 07/13/2006 \

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It'shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc." | NvIAD ]

4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tl 200547 nviiaps.com 2% Bulk Asbestos Fibers Analysis
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608901.00
Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116
Lab ID: 26054551 Client Sample #: RB-30-C
Location: Rainier Brewery
Layer 1 of 1 Description: Gray putty material with paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Binder/Filler, Paint None Detected ND None Detected ND

Sampled by: Client g é %;— e
Analyzed by: Lyudmila Manzar Date: 07/13/2006 =2

Reviewed by: Munaf Khan Date: 07/13/2006 MunaﬁKﬁ%bemW Director

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. it shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc.
4708 Aurora Ave N, Seattle, WA 98103

Tel: 206.547.0100 Emerg.Pager: 206.344.1878

Fax: 206.634.1936
client Ethan Construction, LLC

1.888.NVL.LABS (685.5227)

street 3100 Airport Way South

Seattle, WA 98134

Project Manager Joseph L. Jackson

Project Location Ranier Brewery

Total Samples
Turn Around Time [ ] 1-Hr

NVL Batch Number
Client Job Number

L A,B S

R e s

(124-Hrs []4 Days

[(12-Hrs [x]2 Days []5 Days

(J4-Hrs []3Days []6to 10 Days
Please call for TAT less than 24 Hrs

Email address joseph@arieldevelopment.com

Phone: (206) 447-0263 Fax: (206) 447-0299 Cell (206) 724-1874

[] Asbestos Air |[J PCM (NIOSH 7400) [] TEM (NIOSH 7402) [J TEM (AHERA) [] TEM (EPA Level ll) [] Other

L lasbestos Bulk |[d-REM (EPA/600/R-93/116) [} PLM (EPA Point Count) [] PLM (EPA Gravimetry) [] TEM Bulk

METALS Det. Limit Matrix RCRA Metals 0 AlS Other Metals
[] Total Metals | [] ppm (AAS) |LJ Air Filter [ Paint Chips [ Arsenic (As) [ Lead (Pb) CIAN3

[ TCcLP (] ppb (GFAA)| O Drinking water [ Paint Chips (Area) |(] Barium (Ba) [ Mercury (Hg) |J Copper (Cu)

[ Dust/wipe (] Waste Water [] Cadmium (Cd) [ Selenium (Se) |J Nickel (Ni)

, U Soil 0 Chromium (Cr) [] Silver (Ag) | Zinc (Zn)

[J Other Types | Fiberglass [] Nuisance Dust [ ] Other (Specify)

of Analysis |[] Silica

[] Respirable Dust

Condition of Package:[_] Good [ ] Damaged (no spillage) [ Severe damage (spillage)

Seq.#| LablID Client Sample Number| Comments AR
1 LB ~21-4 (7% LOIAD ous Po
2 ]g (SN /
3 C (Y
4 22 wH ITE  ErE Briek
5 A, i~
6 < AL
7 L3 -A|\TSZ— &' Cord AMAST(C
8 7 “ |
9 < Y
10 2ANINED  Froop s (ﬁ'A 1r28) .
11 ﬁ -
12 P e
13 25 A | Rruve JELL P2 al ey
14 4 e
15 [ i
Print Below Sign Bel s Company . Date Time
smpsn] (Gfoe foie ELGA | £ Dhefbsem]
Relinquished by
Received by|A/- ﬁq mer Man A C 177///5/ /S s
Analyzed by| / 7%/@%@ - £ Nt ﬂ%/;ﬁé ;/50
Results Called by -
Results Faxed by

Special Instructions: Unless requested in writing, all samples will be disposed of two (2) weeks after analysis.
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NVL Laboratories, Inc.

4708 Aurora Ave N, Seattle, WA 98103
Tel: .206.547.0100 Emerg.Pager: 206.344.1878
Fax: 206.634.1936 1.888.NVL.LABS (685.5227)

client Ethan Construction, LLC

CHAIN of CUSTODY /

BATCH ID

2608901.00

jo 4

SAMPLE LOG

RIINTEN BASIN LR KFRASRY

s

NVL Batch Number

Street 3100 Airport Way South

Client Job Number

Seattle, WA 98134

Total Samples

Project Manager Joseph L. Jackson

Turn Around Time [[] 1-Hr []24-Hrs []4 Days
[]2-Hrs [x]2 Days []5 Days

Project Location Ranier Brewery

Phone: (206) 447-0263

Fax: (206) 447-0299 Cell

[14-Hrs [[]13 Days []6to 10 Days
Please call for TAT less than 24 Hrs

Email address joseph@arieldevelopment.com
(206) 724-1874

[ Asbestos Air |[] PCM (NIOSH 7400) (] TEM (NIOSH 7402) (] TEM (AHERA) [J TEM (EPA Level Il) [] Other
[U-#sbestos Bulk |[-PtW (EPA/600/R-93/116) [] PLM (EPA Point Count) [] PLM (EPA Gravimetry) ] TEM Bulk
METALS Det. Limit Matrix RCRA Metals A8 Other Metals
[ Total Metals | ppm (AAS) |LJ Air Filter O Paint Chips [ Arsenic (As) [ Lead (Pb) Jan3
J TCLP [ ppb (GFAA)|[] Drinking water [] Paint Chips (Area) |[] Barium (Ba) [ Mercury (Hg) |l Copper (Cu)
] Dust/wipe [] Waste Water [ Cadmium (Cd) [ Selenium (Se) |J Nickel (Ni)
O Soil [ Chromium (Cr) (] Silver (Ag) | Zinc (Zn)
[] Other Types |[] Fiberglass [] Nuisance Dust [ Other (Specify)
of Analysis |[] Silica 7] Respirable Dust
Condition of Package:[] Good [} Damaged (no spillage) [] Severe damage (spillage)
Seq.#| LablID Client Sample Number| Comments A/R
1 B -26-A | s Fpeizsice ( DER2s)
2 /ﬁ e = 7
=
3 i -
4 29-A4 TSz — 6" pwhide jic— pipe Sanl| |
5 /é i~ /7
6 C N
7 28 ~A | Woed TSI _ miATrds = j0" finE] |
8 ,g s
g C— AN
10 7. 9-A Con i + b T
11 @ N
12 E e L
13 Lo M ﬁ/&c'—:‘/ o) v D D oty
14 A ~< !
15 < A
Print Below Sign Below Company Date Time
Sampled by ZJMJ// WW ] 5_V; i 47/,;/‘; 6 _5:‘_47%
— €/ P7E , 7 >
Relinquished by ,‘
Received by| A/~ tﬂauw er ww/M—f /V&L 07////0( 151l
i 7
Analyzed by
Results Called by B | - |
Results Faxed by
Special Instructions: Unless requested in writing, all samples will be disposed of two (2) weeks after analysis.
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HAZARDOUS MATERIALS

MANAGEMENT * TRAINING + LAB SERVICES

July 13, 2006

Joseph Jackson
Ethan Construction
3100 Airport Way S.
Seattle, WA 98134 MATERIALS

S ERVICES

RE: Bulk Asbestos Fiber Analysis, NVL Batch # 2608902.00

Dear Mr. Jackson,

Enclosed please find test results for the bulk samples submitted to our laboratory for
analysis. Examination of these samples was conducted for the presence of identifiable
asbestos fibers using polarized light microscopy (PLM) with dispersion staining in
R accordance with U.S. EPA/600/R-93/116 Test Method.
Nvag
Lab Code:102063 For samples containing more than one separable layer of materials, the report will inciude
findings for each layer (labeled Layer 1 and Layer 2, etc. for each individual layer). The
asbestos concentration in the sample is determined by visual estimation.

For those samples with asbestos concentrations between 1 and 10 percent based on visual

:Eggﬂ'll'zﬁe estimation, the EPA recommends a procedure known as point counting (NESHAPS, 40
CFR Part 61). Point counting is a statistically more accurate means of quantification for
samples with low concentrations of asbestos. If you would like us to further refine the
concentration estimates of asbestos in these samples using point counting, please let me
know.

This report is considered highly confidential and will not be released without your approval.
Samples are archived for two weeks following analysis. Samples that are not retrieved by
the client are discarded after two weeks.

Thank you for using our laboratory services. Please do not hesitate to call if there is
anything further we can assist you with.

Sincerely,

M n, Laboratory Director

NVL LABORATORIES, INC
4708 AURORA AVE N
SEATTLE, WA 98103.6516

www.nvilabs.com

TEL 206.547.0100 1.888.NVL.LABS (685.5227)

FAX 206.634.1936
Enc.: Sample Results

nvllabs@nvllabs.com

RCLLC 0003830



NVL Laboratories, In(, |
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4708 Aurora Ave. N., Seattle, WA 98103

#102063
: .547. , : .634.1 . .
Tl 200547 wnvilaps.com 220 Bulk Asbestos Fibers Analysis
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608902.00

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Lab ID: 26054552
Location: Rainier Brewery

Client Sample #: RB-31-A

Layer 1 of 1 Description: Light gray sandy material with paint
Non-Fibrous Materials:

Binder/Filler, Sand, Paint

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054553
Location: Rainier Brewery

Client Sample #: RB-31-B

Layer 1 of 1 Description: Light gray sandy material with paint
Non-Fibrous Materials:

Binder/Filler, Sand, Paint

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054554
Location: Rainier Brewery

Client Sample #: RB-31-C

Layer 1 of 1 Description: Light gray sandy material
Non-Fibrous Materials:

Binder/Filler, Sand, Paint

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054555
Location: Rainier Brewery

Client Sample #: RB-32-A

Layer 1 of 4 Description: Brown brittle material with paint

Non-Fibrous Materials:
Binder/Filler, Mineral grains, Paint
Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Description: Brown soft material

Layer 2 of 4

Layer 3 of 4

Non-Fibrous Materials:
Cork

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %

Chrysotile 5%
Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client

Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc.

NvIlAD 1

4708 Aurora Ave. N., Seattle, WA 98103

Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608902.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Layer 4 of 4 Description: Black asphaltic material
Non-Fibrous Materials:

Asphalt/binder

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054556
Location: Rainier Brewery

Client Sample #: RB-32-B

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Asphalt/binder None Detected ND None Detected ND
Layer 2 of 2 Description: Brown soft material
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Cork None Detected ND None Detected ND
Lab ID: 26054557 Client Sample #: RB-32-C

Location: Rainier Brewery

Layer 1 of 2 Description: Black asphaltic material
Non-Fibrous Materials:
Asphalt/binder
Layer 2 of 2 Description: Brown soft material

Non-Fibrous Materials:
Cork

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054558
Location: Rainier Brewery

Client Sample #: RB-33-A
Layer 1 of 1 Description: Gray putty material with paint
Non-Fibrous Materials:

Binder/Filler, Paint

Other Fibrous Materials:%
None Detected  ND

Asbestos Type: %
None Detected ND

Lab ID: 26054559
Location: Rainier Brewery

Client Sample #: RB-33-B

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the resulits is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government. )
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NVL Laboratories, In. G MvIlAD 1

4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tl 200547 s com o0 Bulk Asbestos Fibers Analysis J
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608902.00
Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116
Layer 1 of 1 Description: Gray putty material with paint
Non-Fibrous Materials: Other Fibrous Materials:% Ashestos Type: %
Binder/Filler, Paint None Detected ND None Detected ND
Lab ID: 26054560 Client Sample #: RB-33-C
Location: Rainier Brewery
Layer 1 of 1 Description: Gray putty material with paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Binder/Filler, Paint None Detected ND None Detected ND
Lab ID: 26054561 Client Sample #: RB-34-A
Location: Rainier Brewery
Layer 1 of 1 Description: Off-white compacted powdery material with paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Calcareous binder, Perlite, Paint None Detected ND None Detected ND
Lab ID: 26054562 Client Sample #: RB-34-B
Location: Rainier Brewery
Layer 1 of 1 Description: Off-white chalky material with paper and paint
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Gypsum/binder, Paint Cellulose 40% None Detected ND
Lab ID: 26054563 Client Sample #: RB-34-C
Location: Rainier Brewery
Layer 1 of 2 Description: Off-white compacted powdery material with paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Calcareous binder, Paint None Detected ND None Detected ND
Layer 2 of 2  Description: Off-white chalky material with paper -
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Gypsum/binder - Cellulose 65% None Detected ND

Sampled by: Client

Analyzed by: Lyudmila Manzar Date: 07/13/2006
Reviewed by: Munaf Khan Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc,

stap |

4708 Aurora Ave. N., Seattle, WA 98103

#102063
: .547. , Fax: 206.634.1936 H .
T 20 AT nvllabs.com Bulk Asbestos Fibers Analysis
By Polarized Light Microscopy
Client: Ethan Construction Batch #: 2608902.00

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30

Samples Analyzed: 30
Method: EPA/600R-93/116

Lab ID: 26054564
Location: Rainier Brewery

Client Sample #: RB-35-A

Layer 1 of 2 Description: Beige tile
Non-Fibrous Materials:
Vinyl/binder
Layer 2 of 2 Description: Black asphaltic mastic

Non-Fibrous Materials:
Asphait/binder

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054565
Location: Rainier Brewery

Client Sample #: RB-35-B

Layer 1 of 2 Description: Beige tile
Non-Fibrous Materials:
Vinyl/binder
Layer 2 of 2 Description: Black asphaltic mastic

Non-Fibrous Materials:
Asphalt/binder

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054566
Location: Rainier Brewery

Client Sample #: RB-35-C

Layer 1 of 2 Description: Beige tile
Non-Fibrous Materials:
Vinyl/binder
Layer 2 of 2 Description: Black asphaltic mastic

Non-Fibrous Materials:
Asphalt/binder

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected " ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054567
Location: Rainier Brewery

Client Sample #: RB-36-A

Sampled by: Client

Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Iné.-‘;'

viap |

4708 Aurora Ave. N., Seattle, WA 98103

Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client. Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608902.00

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30

Method: EPA/600R-93/116

Layer 1 of 2 Description: Off-white sheet vinyl
Non-Fibrous Materials:
Vinyl/binder, Synthetic/binder
Layer 2 of 2 Description: Light gray backing

Non-Fibrous Materials:
Binder/Filler

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
Glass fibers 7%

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054568
Location: Rainier Brewery

Client Sample #: RB-36-B

Layer 1 of 2 Description: Off-white sheet vinyl
Non-Fibrous Materials:
Vinyl/binder, Synthetic/binder
Layer 2 of 2 Description: Light gray backing

Non-Fibrous Materials:
Binder/Filler

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
Glass fibers 7%

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054569
Location: Rainier Brewery

Client Sample #: RB-36-C

Layer 1 of 2 Description: Off-white sheet vinyl
Non-Fibrous Materials:
Vinyl/binder, Synthetic/binder
Layer 2 of 2 Description: Light gray backing

Non-Fibrous Materials:

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials:%

Asbestos Type: %
None Detected ND

Asbestos Type: %

Binder/Filler Glass fibers 7% None Detected ND

Lab ID: 26054570
Location: Rainier Brewery

Client Sample #: RB-37-A
Layer 1 of 1 Description: Light gray compressed fibrous material with paint

Non-Fibrous Materials: Other Fibrous Materials: %
Binder/Filler, Perlite, Paint Cellulose 60%

Asbestos Type: %
None Detected ND

Sampled by: Client
Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006 Munaf Kham—

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.

aberatory Director
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NVL Laboratories, In&.

tap |

4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tel: 206.547.0100, Fax: 206.634.1936 . .
www.nvilabs. com Bulk Asbestos Fibers Analysis
By Polarized Light Microscopy
Client; Ethan Construction Batch #: 2608902.00

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Glass fibers 10%

Lab ID: 26054571 Client Sample #: RB-37-B
Location: Rainier Brewery

Layer 1 of 1 Description: Light gray compressed fibrous material with paint
Non-Fibrous Materials: Other Fibrous Materials: %
Binder/Filler, Perlite, Paint Cellulose 60%
Glass fibers 10%

Asbhestos Type: %
None Detected ND

Lab ID: 26054572 Client Sample #: RB-37-C
Location: Rainier Brewery

Layer 1 of 1 Description: Light gray compressed fibrous material with paint
Non-Fibrous Materials: Other Fibrous Materials:%
Binder/Filler, Perlite, Paint Cellulose 60%
Glass fibers 10%

Asbestos Type: %
None Detected ND

Lab ID: 26054573 Client Sample #: RB-38-A
Location: Rainier Brewery

Layer 1 of 1 Description: Beige fibrous woven material with paint

Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Paint Cellulose 45% Chrysotile 45%
Lab ID: 26054574 Client Sample #: RB-38-B
Location: Rainier Brewery
Layer 1 of 1 Description: Beige fibrous woven material with paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Paint Cellulose 45% Chrysotile 45%
Lab ID: 26054575 Client Sample #: RB-38-C

Location: Rainier Brewery

Sampled by: Client

Analyzed by: Lyudmila Manzar Date: 07/13/2006
Reviewed by: Munaf Khan Date: 07/13/2006 Mu

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-156%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the resuits is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall

not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Int.

NvlAD }

4708 Aurora Ave. N., Seattle, WA 98103

Tel: 206.547.0100, Fax: 206.634.1936
www.nvllabs.com

Bulk Asbestos Fibers Analysis

#102063 J

By Polarized Light Microscopy

Client: Ethan Construction

Address: 3100 Airport Way S.
Seattle, WA 98134

Attention: Mr. Joseph Jackson
Project Location: Rainier Brewery

Batch #: 2608902.00
Client Project #: N/A

Date Received: 07/11/2006
Samples Received: 30
Samples Analyzed: 30
Method: EPA/600R-93/116

Layer 1 of 1

Non-Fibrous Materials:
Fine particles, Paint

Description: Beige fibrous woven material with paint

Other Fibrous Materials: %
Cellulose 45%

Asbestos Type: %
Chrysotile 45%

Lab ID: 26054576
Location: Rainier Brewery

Client Sample #: RB-39-A

Layer 1 of 2 Description: Silver paint
Non-Fibrous Materials:
Paint
Layer 2 of 2 Description: Yellow spongy material

Non-Fibrous Materials:
Synthetic/binder

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbhestos Type: %
None Detected ND

Lab ID: 26054577
Location: Rainier Brewery

Client Sample #: RB-39-B

Layer 1 of 2 Description: Silver paint
Non-Fibrous Materials:
Paint
Layer 2 of 2 Description: Yellow spongy material

Non-Fibrous Materials:
Synthetic/binder

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materials:%
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab ID: 26054578
Location: Rainier Brewery

Client Sample #: RB-39-C

Layer 1 of 2 Description: Silver paint
Non-Fibrous Materials:
Paint
Layer 2 of 2 Description: Yellow spongy material

Non-Fibrous Materials:
Synthetic/binder

Other Fibrous Materials: %
None Detected ND

Other Fibrous Materials: %
None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Sampled by: Client

Analyzed by: Lyudmila Manzar
Reviewed by: Munaf Khan

Date: 07/13/2006
Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. if sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. |t shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Int. R NvlAD 1
4708 Aurora Ave. N., Seattle, WA 98103 #102063
Tl 200547 i com T °° Bulk Asbestos Fibers Analysis J
By Polarized Light Microscopy i
Client: Ethan Construction Batch #: 2608902.00
Address: 3100 Airport Way S. Client Project #: N/A J
Seattle, WA 98134 Date Received: 07/11/2006 i
Samples Received: 30
Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116
Lab 1D: 26054579 Client Sample #: RB-40-A
Location: Rainier Brewery
Layer 1 of 3 Description: White fibrous woven material with paint
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Fine particles, Paint Cellulose 65% None Detected ND
Layer 2 of 3 Description: Off-white fibrous material with foil
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Binder/Filler, Metal foil Cellulose 35% None Detected ND
Glass fibers 7%
Layer 3 of 3 Description: Clear soft adhesive with beige spongy material
Non-Fibrous Materials: Other Fibrous Materials: % Asbhestos Type: %
Adhesive/binder, Synthetic/binder None Detected ND None Detected ND
Lab ID: 26054580 Client Sample #: RB-40-B
Location: Rainier Brewery
Layer 1 of 3 Description: White fibrous woven material with paint :
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Paint Cellulose 65% None Detected ND
Layer 2 of 3 Description: Off-white fibrous material with foil
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Binder/Filler, Metal foil Cellulose 35% None Detected ND
Glass fibers 7%
Layer 3 of 3 Description: Clear soft adhesive with beige spongy material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %

Adhesive/binder, Synthetic/binder None Detected ND None Detected ND

Lab ID: 26054581 Client Sample #: RB-40-C
Location: Rainier Brewery

Sampled by: Client
Analyzed by: Lyudmila Manzar Date: 07/13/2006 v
Reviewed by: Munaf Khan Date: 07/13/2006 Munaf ; irector ‘

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc. - o rvia® ]
4708 Aurora Ave. N., Seattle, WA 98103 #102063

T 208 T s com %% Bulk Asbestos Fibers Analysis
By Polarized Light Microscopy

Client: Ethan Construction ' Batch #: 2608902.00

Address: 3100 Airport Way S. Client Project #: N/A
Seattle, WA 98134 Date Received: 07/11/2006

Samples Received: 30

Attention: Mr. Joseph Jackson Samples Analyzed: 30
Project Location: Rainier Brewery Method: EPA/600R-93/116

Layer 1 of 3 Description: White fibrous woven material with paint

Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Fine particles, Paint Cellulose 65% None Detected ND
Layer 2 of 3 Description: Off-white fibrous material with foil
Non-Fibrous Materials: Other Fibrous Materials:% Asbestos Type: %
Binder/Filler, Metal foil Cellulose 35% None Detected ND

Glass fibers 7%

Layer 3 of 3 Description: Clear soft adhesive with beige spongy material
Non-Fibrous Materials: Other Fibrous Materials: % Asbestos Type: %
Adhesive/binder, Synthetic/binder None Detected ND None Detected ND

Sampled by: Client
Analyzed by: Lyudmila Manzar Date: 07/13/2006
Reviewed by: Munaf Khan Date: 07/13/2006

Note: If samples are not homogeneous, then subsamples of the components were analyzed separately. All bulk samples are analyzed using EPA 600/R
-93/116 Method with the following measurement uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-15%, 20%=10-30%, 50%=40
-60%). This report relates only to the items tested. If sample was not collected by NVL personnel, then the accuracy of the results is limited by the
methodology and acuity of the sample collector. This report shall not be reproduced except in full, without written approval of NVL Laboratories, Inc. It shall
not be used to claim product endorsement by NVLAP or any other agency of the US Government.
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NVL Laboratories, Inc.

4708 Aurora Ave N, Seattle, WA 98103
Tel: 206.547.0100 Emerg.Pager: 206.344.1878
Fax: 206.634.1936 1.888.NVL.LABS (685.5227)

Client Ethan Construction, LLC

BATCH ID

2608902 00

CHAIN ofCUSTOD / o N
SAMPLE LOG / 9 / l/ L AL, B 5
NVL Batch Number

Street 3100 Airport Way South

Client Job Number

Sealtle, WA 98134

Total Samples

Project Manager Joseph L. Jackson

Turn Around Time {] 1-Hr (] 24-Hrs [] 4 Days

Project Location Ranier Brewery

[]2-Hrs [x]2 Days [1]5 Days

Please call for TAT fess than 24 Hrs
Email address joseph@arieldevelopment.com

[(J4-Hrs [13 Days [16to 10 Days

Phone: (206) 447-0263 Fax: (206) 447-0299 Cell (206) 724-1874
[ Asbestos Air |[C] PCM (NIOSH 7400) [] TEM (NIOSH 7402) [] TEM (AHERA) [] TEM (EPA Level I} [] Other
AGSbestos Bulk [*PLM (EPA/600/R-93/116) [ PLM (EPA Point Count) [ PLM (EPA Gravimetry) [ TEM Bulk
METALS Det. Limit Matrix RCRAMetals [J Allg Other Metals
[ Total Metals | (] ppm (AAS) |1 Air Filter O Paint Chips [] Arsenic (As) [ Lead (Pb) C1AN3
[ TCLP (] ppb (GFAA)| [ Drinking water [] Paint Chips (Area) |[] Barium (Ba)  [] Mercury (Hg) L] Copper (Cu)
L] Dust/wipe (] Waste Water O Cadmium (Cd) (] Selenium (Se) | Nicke! (Ni)
O Sail O Chromium (Cr) [J Silver (Ag)  |[J Zinc (Zn)
[] Other Types |C] Fiberglass [ Nuisance Dust [] Other (Specify)
of Analysis |[] Silica [J Respirable Dust
Condition of Package:[ ] Good [] Damaged (no spillage) [] Severe damage (spillage)
Seq.#| LablID Client Sample Number| Comments AR
1] Lg-3| - A LLASTER.
2 ,{’7 AN
3 s A¢
4 3L -4 o ) st ic (_DeBris)
5 A -
6 [ ~
! 21 4 PoeoF
8 £
9 . C
0 24 4 ,
11 é;
12 c
19 3 A
14 A
15 s
Print Below Sign Below Company Date Time
sampled by| [ (P cleros7t. | L7707 /4 e Yifol| 5 g9
—= SLHet = L AL/ E s
Relinquished by )
Received by/(/~d/(awwu-a,M P /{/06 7////01. 1$.15
Analyzed by / ) / /M/(/f}/({//(’ 42%&%@?@5/@ NVl % 77 1306 09:0%
Resuits Called by i |
Results Faxed by
Special Instructions: Unless requested in writing, all samples will be disposed of two (2) weeks after analysis. B
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NVL Laboratories, Inc.

4708 Aurora Ave N, Seattle, WA 98103
Tel: 206.547.0100 Emerg.Pager: 206.344.1878
Fax: 206.634.1936 1.888.NVL.LABS (685.5227)

ctient Ethan Construction, LLC

BAYCH ID

2608902.00

CHAIN of Cuoiuu
SAMPLE LOG

v

NVL Batch Number

street 3100 Airport Way South

Client Job Number

Seattle, WA 98134

Total Samples

Project Manager Joseph L. Jackson

Turn Around Time []1-Hr []24-Hrs []4 Days
[J2-Hrs x]2Days []5Days

Project Location Ranier Brewery

Phone: (206) 447-0263

Fax: (206) 447-0299

{J4-Hrs []3Days []6to 10 Days
Please call for TAT less than 24 Hrs

Email address joseph@arieldevelopment.com
(206) 724-1874

Cell

[J Asbestos Air |[[] PCM (NIOSH 7400) [] TEM (NIOSH 7402) [] TEM (AHERA) [J TEM (EPA Level Il) [] Other
HAsbestos Bulk | [-PtRT (EPA/600/R-93/116) ] PLM (EPA Point Count) [] PLM (EPA Gravimetry) [] TEM Bulk
METALS Det. Limit Matrix RCRAMetals [ All8 Other Metals
[ Total Metals | (] ppm (AAS) | Air Filter ] Paint Chips [ Arsenic (As) [ Lead (Pb) Jaus
] TCLP ["] ppb (GFAA){[] Drinking water [] Paint Chips (Area) |[] Barium (Ba)  [] Mercury (Hg) |5 Copper (Cu)
] Dust/wipe [J Waste Water [ Cadmium (Cd) [] Selenium (Se) [ Nickel (Ni)
(1 Soil ] Chromium (Cr) [ Silver (Ag) [} Zinc (Zn)
[] Other Types | Fiberglass [] Nuisance Dust [] Other (Specify)
of Analysis |] Silica [ Respirable Dust
Condition of Package:[] Good [ Damaged (no spillage) [] Severe damage (spillage)
Seq.#| LabliD Client Sample Number| Comments AR
1 RE—2¢ A
2 4
3 C
4 277 —A
5 4
6 <
7 28— A
8 VA
9 o
10 3 ?4
11 Y/
12 c
13 do- 4
14 Y/
15 [~
Print Below Sign Below ., Company Date Time
Sampled by @ LS TP JE—— l = ”7//‘;/,;5 <
. - 7 T
Relinquished by 4 V4
Received byl A/c (& n~e-r v~ W Al qz/// o4 1518
Analyzed by
Results Called by _
Results Faxed by
Special Instructions: Unless requested in writing, all samples will be disposed of two (2) weeks after analysis.
—
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NVL LABOKATORIES, Inc. ¥ Invoice i

NVI

4708 Aurora Ave. North
7™ Seattle, WA 98103 _ DATE INVOICE NO.
"meﬁxmﬁmgmwg (206) 547-0100 FEIN 91-1689450 1112006 2608399
BILL TO

Ethan Construction
3100 Airport Way S.
Seattle, WA 98134

Project Manager P.O. NO. TERMS DUE DATE Project
Joseph Jackson Net 30 8/16/2006 Rainier Brewery
SERVICE DA... ITEM DESCRIPTION QTY RATE AMOUNT
7/13/2006 PLM-5 48 Hrs TAT, bulk asbestos analysis (Batch # 30 9.50 285.00
2608899.00)
7/13/2006 PLM-5 48 Hrs TAT, bulk asbestos analysis (Batch # 30 9.50 285.00
2608900.00)
7/13/2006 PLM-5 48 Hrs TAT, bulk asbestos analysis (Batch # 30 9.50 285.00
2608901.00)
7/13/2006 PLM-5 48 Hrs TAT, bulk asbestos analysis (Batch # 30 9.50 285.00

2608902.00)

Total $1,140.00

Balance Due $1,140.00
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